Report ID ; 1826

LABORATORY REPORT

Date
Tarih

14.07.2020

Customer Name : ARISTIDE
PO# -
Design : LINDA

Roll Number
Composition

- % 96 PES FR %4 CV

Gii¢ Tutusurluk-Alev Yayillma Metodu
Burning Behaviour- Flame Spread method Warp Weft S —_—_—
NFP92-504 Cozgii Atki Gereklilik
o NO NO Yes / No
ﬁ{:?:r(fuk:l!lciiri]lgt:inmseonra yanma siiresi iis 1s < i
Droplotaldebris, ron-burning. YES YES Yes /No
Besningdropetedsbrle NO NO Yes /No
é::r\:ugasy;;[r?:dhr'ﬂe 0 mm/s 0 mm/s <2 mmls
3?2@1?.3&?.’3?1 M1 M1 M1

IR e

NF P92-504 DEGERLENDIRME
Damlama yok/ Yanmayan damla/ Yanan damla/

Damiama/ Droplets no droplets Non-burn droplets burning droplets
Yanma slresi / After flamming time <2s M1 M1 M1

5 s > Yanma suresi / After flamming time > 2 s M2 M2 M2
Yanma slresi / After flamming time 2 5s M3 M3 M3

Alev yayilma hizi / Flame spread rate > 2 mm/s M4 M4 M4
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Report ID : 1817

LABORATORY REPORT

Date
Tarih

14.07.2020

Customer Name : ARISTIDE
PO# :
Design : LINDA

Roll Number
Composition

. % 96 PES FR %4 CV

3:;r'11i1|;gD23:1:r\1llior-Ease Ignition Method Warp Weft S—
si-Atesleme Kolayligi Metodu Cozgil Atki Gereklilik
NFP92-503
Erite nade e dalic olngenm YES YES Yes / No
Yanmayan Damiacik/DSKIN: YES YES Yes INo
Ela.lrl;raurr:gn ;dr:"‘c;gletsidebris NO NO S
¢;t§|;glggiggitime " 1 <5sec
s 11,0 cm 17,5 cm <35cm
Hasrren 5,0 cm 7,0 cm <9om
Sy M1 M1

TEST NORM SPESIFICATION

Equipment Evaluation Classification

Electr.burner Flame remanence £ Ssec < Ssec z5sec > b5sec
Damaged length < 35cm 35=sx=60 < 35cm 36=x<60
Damaged width < 9%cm < 9cm < 9cm < 9cm

NFP 92-503 |No sparks M1 M2 M2 M3
Non flammable sparks M1 M2 M2 M3
Flammable sparks M2 M3 M3 M4
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PERFORMED BY Kerime.
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